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Measurement of the relative dielectric constant of a SrO.,Bae,TiO, (SBT) thin film is presented 
as a function of electric field strength and temperature over a broad frequency range using a 
microstrip transmission line. The transmission line was fabricated from a trilayer structure 
where the SBT film, grown by pulsed laser deposition, was bounded by silver and platinum 
metallization layers. Such structures involving ferroelectric films could be useful for microwave 
applications because of the substantially smaller bias voltages ( z l-10 V) compared to those 
required for bulk material. The SBT film was found to exhibit a dielectric constant of z 120-250 
and a large electric field modulation of ~50% at 200 kV/cm. These properties of the material 
as well as the Curie temperature are compared to those of bulk SBT. 

Ferroelectrics are interesting for microwave devices be- 
cause it is possible to change the dielectric constant by the 
application of an electric field. However, these materials 
have typically been of limited use in this area because of 
the large voltages, on the order of 1000 V, needed to bias 
bulk substrates in a microstrip geometry.’ With thin films 
of these materials, the needed bias voltages are reduced to 
less than 10 V, which is compatible with the voltage re- 
quirements of present semiconductor-based systems. 
Among the more promising active microwave applications 
are electronically tunable phase shifters, mixers, delay 
lines, and filters. To help demonstrate the feasibility of 
employing ferroelectric thin films for frequency-agile mi- 
crowave applications, the dielectric constant of a strontium 
barium titanate (SBT) thin film has been measured as a 
function of temperature and applied electric field. Another 
important issue for ferroelectric devices are the losses. The 
microstrip technique used here is not able to determine the 
dielectric losses due to the large attenuation of the signal 
by the silver Ag and platinum Pt metallization layers at 
these frequencies. While this demonstration structure pro- 
vides a convenient method of characterizing the ferroelec- 
tric films, the integration of superconductors in these mul- 
tilayer geometries will be required to achieve acceptable 
device performance. 

ated from the parallel plate values by less than 20%. In 
expression ( 1) , Z, and Zg represent the surface impedance 
of the microstrip line and ground plane, respectively, 
which can be approximated by4 
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where o is the conductivity and t the thickness of the 
metal. The conductivity can be a complex number (T=(T~ 
- jaz which allows the above formalism to describe super- 
conducting microstrip. For the transmission line to be con- 
sidered below, we are in the thin-film limit where Z, 
&Tt>:‘. 

From the above expressions, the characteristic line im- 
pedance Z,E(Z/Y>‘~ and the complex phase 
I-52 (zY>“* can be determined. Given these parameters 
for a transmission line connected to a 50-a system, the 
forward transmission coefficient S2, is’ 

(4) 

For a transmission line in a microstrip configuration, 
the series impedance per unit length is given by2*3 

where Zo=50 fi and I is the line length. By curve fitting 
the magnitude and phase of S2,, the SBT dielectric con- 
stant and effective conductivity of the metals can be deter- 
mined. 

z=jop&+&&*+~p 

and the parallel admittance is given by 

(1) 

Y=wee(je,,+e, tan 6)/g, , (2) 

where pa and ea are the permeability and permittivity of 
free space, respectively, w is the angular frequency, E, the 
relative dielectric constant of the ferroelectric, E,, an effec- 
tive dielectric constant dependent on the geometry, and 
tan 6 the loss tangent of the ferroelectric. The factors gl 
and g2 are dependent on the geometry and in the parallel 
plate limit, g, = d/ W and g2 = l/W, where d is the thick- 
ness of the dielectric and W is the width of the microstrip 
line. For our measurements, these geometric factors devi- 

For the microstrip line, the platinum ground plane and 
the SBT layer were deposited by pulsed laser deposition 
( PLD)6 using a KrF excimer laser. PLD is a versatile 
film-growth technique for multicomponent oxides as has 
been demonstrated by the deposition of other ferroelec- 
tries, ferrites, and the high temperature superconduct- 
ors.&* The growth condition for the platinum layer was 
450 “C in 50 mTorr of argon onto a (100) MgO substrate.’ 
These conditions resulted in a (100) Pt film with a JOO-nm 
thickness. The SBT dielectric was then ablated from a sto- 
ichiometric Sr0.,Baa,Ti03 target with a substrate temper- 
ature of 750 “C in 300 mTorr of oxygen for which the 
resulting film thickness was 400 nm. During this part of 
the processing, a shadow mask was used to prevent the 
SBT from covering the entire platinum layer and conse- 
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FIG. 1. Magnitude and phase of the transmission coefficient S,, with no FIG. 2. Relative dielectric constant of the SrO.,B%,,TiO, film as a func- 
applied bias at 200 K. tion of temperature for several applied fields. 

quently allowed direct electrical connection to the ground 
plane. A microstrip line with a width of 10.8 pm, a length 
of 1.00 cm, and a thickness of 750 nm was detined by a 
two-level-photoresist lift-off process from an e-beam evap- 
orated Ag film. 

Gold bond wires with a 25-pm diameter provided the 
electrical connection between the microstrip line and the rf 
connectors of the test fixture. The test 8xture was ther- 
mally attached to a closed cycle refrigerator which allowed 
the sample temperature to be controlled above and below 
the Curie temperature of the SBT film. To make the trans- 
mission measurements, a vector network analyzer was used 
where the cables and connectors leading to the test fixture 
were calibrated out of the measurement. The measure- 
ments were independent of the incident rf power for levels 
below 10 mW. The dc bias was applied through a bias tee 
connected to the rf cables. 

In Fig. 1, the measured amplitude and phase of the 
transmission characteristics S2i is shown when there is no 
bias voltage at a temperature of 200 K. The dashed lines 
indicate the results predicted by Eq. (4). These curves 
were obtained with a relative dielectric constant of 250. As 
can be seen from the graph, there is excellent agreement 
between the model and the measured data below ~0.07 
GHz. These results imply that the dielectric constant is 
frequency independent between 0.3 and 70 MHz. Since the 
attenuation of the transmission-line mode grows rapidly 
with frequency, the deviation from the model for higher 
frequencies is thought to result from transmission through 
a parallel path. This parallel path had a resonant frequency 
at z 1 GHz.~ For bulk SBT materials, the permitivity has 
been found to be constant for frequencies above 10 GHz.’ 
The effective conductivity for the microstrip line can also 
be determined from the transmission measurements. Val- 
ues for the metal film conductivities were within a factor of 
two of bulk values. 

With the use of Eq. (4), the dielectric constant vs 
temperature can be calculated and is shown in Fig. 2 for 
several bias voltages. The Curie temperature T, is near 200 
K and the maximum dielectric constant is 250 at zero field 
strength and 200 K One notes that the peak in the dielec- 
tric constant is quite broad and does not show the (T 
- T,) - * behavior expected for a ferroelectric. In spite of 
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these differences, the electric field modulation of the dielec- 
tric constant is as large as 50%. For comparison, bulk SBT 
material with the same composition exhibits dielectric con- 
stants on the order of 1000 near the Curie temperature of 
~275 K.’ It is also interesting to note that the maximum 
applied field of 200 kV/cm is a factor of 10 greater than 
that needed to induce a similar percentage change in the 
dielectric constant of bulk SBT. Stress and compositional 
inhomogeneities in the film may account for some of the 
deviations from the bulk properties. These factors can re- 
sult in a variation of the Curie temperature throughout the 
film preventing the Curie-Weiss dependence from being 
observed. Another possibility is that a space charge layer 
has formed between the normal metals and the SBT film. 
This layer suppresses the measured dielectric constant by 
screening the applied field from the interior of the film. 
Although this mechanism might account for a different E, 
it would not account for the shift in T, and the broadening 
of the Fig. 2 curves. 

In Fig. 3, the inverse of the dielectric constant is plot- 
ted as a function of the applied field. This data can be fit to 
a second-order polynomial in the iield. For temperatures 
above the Curie temperature (200, 250, and 300 K) the 
field dependence is almost linear, and for temperatures be- 
low the transition temperature, there is a definite parabolic 
trend to the data. From the lowest order field expansion of 
the free energy, one expects the opposite behavior to occur, 
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FIG. 3. Reciprocal of the relative dielectric constant as a function of field 
strength for several temperatures. 
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i.e., a linear field dependence below the transition temper- 
ature and a parabolic dependence above for l/e,..” 

The hysteresis in the dielectric constant as a function 
of voltage was also investigated. A self bias of ~20 kV/cm 
was found at 11 K and gradually vanished as the Curie 
temperature was approached. While the polarization vs ap- 
plied field was far from an ideal square loop, the coercive 
field could be determined from the maxima in the dielectric 
constant. The value was ~60 kV/cm at 11 K. A determi- 
nation of the spontaneous polarization was prevented by 
the nonideal nature of the hysteresis curve. 

As has been noted in the above paragraphs, the prop- 
erties of thin-film SBT differ substantially from its bulk 
counterpart. Obviously, additional film characterization 
will be needed before the intrinsic properties of the thin 
films can be completely understood. However, a few of 
these differences are advantageous for microwave applica- 
tions. The lower dielectric constant allows easier imped- 
ance matching to 50-a systems and the broader tempera- 
ture response shown in Fig. 1 will make any device design 
less sensitive to a variation in Curie temperature induced 
by compositional differences or defects. Also, the amount 
of temperature control required for stable device operation 
will be substantially less in the thin-film case. 

While thin ferroelectric films allow one to employ rea- 
sonable bias voltages, the losses in normal conductors pre- 
clude the use of such a structure in the microwave fre- 
quency range. As can be seen from the magnitude of S2r, 
one has 30 dB of attenuation for a relatively low frequency 
of 100 MHz and a short l-cm line length. These losses 
indicate the need for a superconductor to replace the nor- 
mal metals in these structures. For this case, the analysis 
that has been done for superconducting parallel-plate 
transmission line is directly applicable.” This analysis in- 
dicates that the superconductor losses are much less than 
the ferroelectric losses. If the thin-film loss mechanism is 
similar to that of bulk SBT material, the transmission line 
performance would then be limited by a loss tangent less 
than 0.02.’ For many applications, this amount of attenu- 
ation would be acceptable. The use of superconductors also 
places a constraint on the Curie temperature of the ferro- 
electric. To achieve the maximum voltage modulation of 
the dielectric constant with the high temperature supercon- 
ductor YBa&usO,, e.g., one would want the Curie tem- 
perature between ~77 and 90 K. Given that the Curie 
tern erature of BaTiOs is ~400 K” and SrTiO, is ~35 
K,’ 4 the T, of a SBT film can be lowered to this tempera- 

ture range by adjusting the strontium to barium ratio. 
In conclusion, the 50% voltage modulation of the rel- 

ative permitivity is very promising for many microwave 
applications providing that the ferroelectric films can be 
integrated with superconducting films. Currently, the com- 
patibility of SBT films with the high temperature super- 
conductor YBa,Cu,O, is being investigated. Since both 
YBa,Cu20-I and SBT have perovskite structures, the ma- 
terials are expected to grow epitaxially as the trilayer is 
formed. With the use of superconducting films for the met- 
alization layers, one would be able to determine any fre- 
quency dependence of the dielectric constant above 0.1 
GHz and the losses of the SBT film. Additional questions 
concerning the dependence of the Curie temperature and 
other film parameters on composition and film defects also 
require investigation. 
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